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••Raynar make the special ECT Probe for detecting micro crack by Raynar make the special ECT Probe for detecting micro crack by 
a micro coil. (Coil A and Coil B)a micro coil. (Coil A and Coil B)

Trace: 5 mm
Pitch: 5 mm

Minimum Detectable 
Crack Width: 10-30 µm

Crack Depth: 100 µm
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Probe Spec.
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